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■ Fretting resistance

■ Rotational torque measurement results ■ Endurance test results

ApplicationsApplications

Household appliances/ Industrial motors

PUBLISHER

Bearing

Load

Rotational speed

Ambient temperature

Test duration

6302 (Non-contact seal)

Fr＝0 kN　Fa＝0.077 kN

1,800 min−1

25℃ (Room temperature)

30 min

6306 (Non-contact seal)

Fr＝0.1 kN　Fa＝0.17 kN

1,800 min−1

140℃

1,000 h (Suspension)

SR KVC H8
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50% reduction of rotational torque 2 times the volume of remaining oil after test

Grease name Grease name

KVC
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Standard

Load

Oscillation cycle

Time

Oscillation angle

Temperature

ASTM D4170 compliant

2.45kN

3.4 Hz(approx. 200 cycles per minute)

2 h、 5 h、 10 h

12°

Room temperature

Our newly developed grease 
has equivalent fretting resistance 
to that of H8 grease.
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Fafnir test equipment

Load

Oscillation motion
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